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 The following checklist will help you follow the requirements in the Secondary Aluminum MACT. 

General Requirements AffecƟng All Sources 

Each of the affected units will need to follow these requirements as well as those idenƟfied in the unit 

specific secƟons below. 

EquaƟon for Determining Compliance 

� use equaƟon 7 when determining compliance with the emissions limit from the performance test 

results for any of the feed/charge rate based limits 

Capture/CollecƟon System 

� have a capture and collecƟon system designed and 

installed to meet engineering standards of 

minimum exhaust rates {per American Conference 

Governmental Industrial Hygienists’ Industrial 

VenƟlaƟon Manual, chapters 3 and 5} 

� vent the captured emissions through a closed 

system, except where diluƟon air is added to control temperature at the inlet of a fabric filter 

� inspect at least once each calendar year 

Measurement Devices 

� device for weighing each batch fed/charged to units has met specificaƟons for installaƟon, 

calibraƟon, operaƟon and maintenance, and accuracy 

� device to monitor and record control device operaƟng temperature has met specificaƟons for 

installaƟon, calibraƟon, operaƟon and maintenance, and accuracy 

OperaƟon, Maintenance and Monitoring 

� have OM&M Plan for each affected emissions unit that shows how you are meeƟng their respecƟve 

emissions limits 

The OM&M plan includes the following: 

� process and control device parameters and operating ranges or levels to be monitored 

� a monitoring schedule for each affected unit 

� procedures for proper operaƟon and maintenance of each emissions unit and control device (calibraƟon, 

cerƟficaƟon of accuracy, CEM or COM quality control/quality assurance procedures) 

� procedures to monitor emission unit and control device parameters inspecƟons, weight 

measurements, etc.) 

� correcƟve acƟons for control device operaƟon maintenance schedule for each emission unit and control device 

� documentaƟon of work pracƟce and polluƟon prevenƟon measures for Group 1 furnaces without an add‐on 

control device (including the scrap inspecƟon plan) 

Start‐up, Shut‐down and MalfuncƟon Plan 

� Prepare a plan to address maintaining compliance with the emissions limits during startup, shut‐down and 

malfuncƟon (SSM) situaƟons. 

Secondary Aluminum MACT and  

Area Source Requirements 

THE SMALL B USINESS  ENVIRONMENTAL 
ASSISTANCE PR OGRAM 

DNR.WI .GOV, search “sma l l bus iness” 
DNRS mal lBus iness@WI .GOV • (855)  889 -3021 

AM‐423 2012 

     E = C x Q x K1       (equaƟon 7)  

                    P 

 E = emission rate of D/F in (lb/ton) 

 C = concentraƟon of D/F in (gr/dscf) 

 Q = volumetric flow rate of exhaust gas in (dscf/hr)  

K1 = conversion factor  (1 lb/7000gr) 

 P = producƟon rate (ton/hr) 

   



The SSM plan should describe the procedures for: 

� operaƟng emissions units during start‐up, shut‐down, and malfuncƟon, and 

� a program of correcƟve acƟon for malfuncƟons of either the emissions unit or control device equipment used to comply with 

the standard 

TesƟng and InspecƟons 

For each performance test: 

� each test must be performed at the outlet of the emissions unit or control device 

� each test must be performed at the highest capacity of the process with charge materials representaƟve of the range of 

materials processed 

� for a conƟnuous process the test must consist of 3 runs, each of the length specified in the test method or, if not specified, a 

minimum of three hours 

� for a batch process the test must consist of 3 runs, each conducted over the enƟre process operaƟng cycle 

� for mulƟple units exhausted through a common stack, each run must be conducted over a period of Ɵme during which each of 

the units complete at least one enƟre operaƟng cycle or for 24 hours, whichever is shorter 

AŌerburner temperature: 

� for Thermal Chip Dryers and Sweat Furnaces, conƟnuously monitor the exit of the combusƟon chamber and record the 

temperature every 15 minutes during the test 

� for SDDKs and Group 1 Furnace/SAPUs: 

� conƟnuously monitor the exit of the combusƟon chamber and record the temperature every 5 minutes during the 

test, and 

� maintain the temperature at or above 1400°F in each 3‐hour block tesƟng period 

� for each fabric filter, conƟnuously monitor the temperature at the inlet to the device and record every 15 minutes 

� for each lime‐injected filter, record the feeder seƫng for each silo during each test run 

For group 1 furnaces/SAPUs: 

� record weight of reacƟve flux injected for each 15 minute period during the test 

� record total weight of reacƟve flux injected for all three test runs 

� record type and composiƟon of flux added for each run 

� establish minimum/maximum operaƟng parameter values during the test 

ConducƟng annual aŌerburner inspecƟons: 

� inspect all burners, pilot assemblies, and pilot sensing devices and clean pilot senser 

� ensure proper adjustment of combusƟon air 

� inspect internal structures (e.g., baffles) to ensure structural integrity 

� inspect dampers, fans, and blowers for proper operaƟon 

� check for proper sealing 

� check motors for proper operaƟon 

� inspect combusƟon chamber refractory lining and clean and replace lining as needed 

� check aŌerburner shell for corrosion and/or hot spots 

� documentaƟon during the burn cycle that follows the inspecƟon to show the aŌerburner is operaƟng properly and all 

necessary adjustments were made 

� verify that the equipment is maintained in good operaƟng condiƟon 

Excess Emissions/Summary Report 

� Within 60 days of the end of each 6 month reporƟng period, the owner/operator submiƩed a report summarizing events of 

excess emissions. 

� If no deviaƟons of the applicable requirements occur, the owner/operator must submit a report that no excess emissions 

occurred. 
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The excess emissions report included: 

� if any correcƟve acƟon specified in OM&M for a control device or monitoring system was not iniƟated within 1‐hour of an 

alarm; 

� if there was an excursion of a compliant process or operaƟng parameter value or range (e.g., total flux injecƟon rate, 

aŌerburner operaƟng specificaƟons, etc.); 

� any acƟon taken during start‐up, shut‐down or malfuncƟon was not consistent with the SSM plan; 

� an affected source was not operated according to the requirements of the rule; 

� a deviaƟon from 3‐day, 24‐hour average emission limit for a SAPU; 

� cerƟficaƟon on thermal chip dryer, such as: “thermal chip dryer used only unpainted aluminum chips as feedstock during this 

reporƟng period”; 

� cerƟficaƟon for sidewell Group 1 furnace with add‐on control that “was operated such that metal remained above top of 

passage to hearth during fluxing or reacƟve flux added only to sidewell or to hearth also directed to control device”; 

� cerƟficaƟon for Group 1 furnace without add‐on control device and using polluƟon prevenƟon measures that process only 

clean charge that “each furnace without add‐on control device and subject to work pracƟce or polluƟon prevenƟon, processed 

only clean charge”; AND 

� results of any performance test conducted during the reporƟng period, including the approved test plan. 

CerƟficaƟon 

� every 6 months, cerƟfy charged materials all met allowed content during the Ɵme period 

� annually cerƟfy that during the year any excess emissions were properly reported and that all monitoring, recordkeeping and 

reporƟng requirements were met 

Records 

� maintain ALL records at least 5 years from the date of record, and at least the first two years are available on site 

� records maintained for any approved alternaƟve monitoring or test procedure 

� maintain records for each startup, shut down, and malfuncƟon event: 

� acƟons taken during start‐up, shut‐down or malfuncƟon were consistent with the wriƩen plan for such events 

� the cause of a malfuncƟon, and when it began and ended 

� what acƟons were taken to correct a malfuncƟon and minimize emissions 

Unit specific, for all types: 

� records to document the monthly inspecƟons for the unit labeling requirements 

� record date and findings of annual inspecƟons for each capture/collecƟon system and control device 

___________________________________________________________________________________________________________ 

Requirements Specific to Affected Units 

Thermal Chip Dryers 

A thermal chip dryer is a device that uses heat to evaporate water, oil or oil/water mixtures from unpainted/uncoated aluminum 

chips. PreheaƟng units used solely to drive off water are not considered thermal dryers for this rule. 

EÃ®ÝÝ®ÊÄ L®Ã®ãÝ 

� meet emissions limit = no more than 3.5 x 10‐5 grains (gr) dioxin/furan toxic equivalents (D/F TEQ) per ton of feed/charge [or 

2.50 micrograms (μg) D/F TEQ per megagram (Mg) feed/charge] 

CÊÃÖ½®�Ä�� D�ÃÊÄÝãÙ�ã®ÊÄ 

� iniƟal performance test conducted  ___/___/______    

� °F = average operaƟng temperature of the aŌerburner measured during the performance test 

� conduct annual inspecƟon of each control device 

If using aŌerburner: 

� maintain operaƟng temperature at or above that established in the test 
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� record that unit is not operated with anything but unpainted/uncoated aluminum 

� record amount of feed/charge (tons) for each batch 

R��ÊÙ�Ý ‐ I¥ CÊÄãÙÊ½½�� Bù A¥ã�Ù�çÙÄ�Ù 

� record each 15‐minute average of operaƟng temperature 

� calculate and record each 3‐hour block average of operaƟng temperature 

� where the average temperature falls below the compliant operaƟng parameter value, record an explanaƟon of the excursion 

and related correcƟve acƟons; for example: 

  Excursion Date    ExplanaƟon/CorrecƟve AcƟons 

   ___/___/_____     __________________________________________________________________________ 

   ___/___/_____     __________________________________________________________________________ 

___________________________________________________________________________________________________________ 

Scrap Dryer/Delacquering Kiln/DecoaƟng Kiln 

A scrap dryer/delacquering kiln/decoaƟng kiln refers to a unit that is primarily used to remove various organic contaminants such 

as oil, paint, lacquer, ink, plasƟc, and/or rubber from aluminum scrap ‐ including used beverage containers ‐ prior to melƟng. 

EÃ®ÝÝ®ÊÄ L®Ã®ãÝ 

� meet emissions limit = no more than 3.5 x 10‐6 grains (gr) dioxin/furan toxic equivalents (D/F TEQ) per ton of feed/charge [or 

0.250 micrograms (μg) D/F TEQ per megagram (Mg) feed/charge] 

Alternate, if using aŌerburner: 

� meet alternate emissions limit = no more than 7.0 x 10‐5 gr D/F TEQ per ton of feed/charge [or 5.0 μg D/F TEQ per Mg feed/

charge] 

CÊÃÖ½®�Ä�� D�ÃÊÄÝãÙ�ã®ÊÄ 

� iniƟal performance test conducted   ___/___/____    

� °F = average operaƟng temperature of the aŌerburner OR average inlet temperature to the fabric filter control device 

measured during the performance test 

� conduct annual inspecƟon of each control device 

If using aŌerburner: 

� maintain operaƟng temperature at or above that established in the test 

If using fabric filter or lime‐injected fabric filter: 

� use a bag leak detecƟon system OR conƟnuous opacity monitor system (COMS) 

� conƟnuously measure inlet temperature to filter device 

� maintain inlet temperature at or below that established during test, +25°F 

Lime‐injected filters only: 

� maintain free flowing lime in hopper at all Ɵmes 

� operate feeder seƫng/injecƟon rate within range established during performance test 

If NOT using COMS: 

� equipment should alarm on leak detecƟon 

� operate filters such that alarm Ɵme is less than 5% of total operaƟng Ɵme 

For each unit: 

� visible labels present on each unit that idenƟfies: 

� type of unit 

� emission limit and operaƟonal standard that applies 

� control method used 

� operaƟng parameters (such as charge used, aŌerburner temperature, residence Ɵme) 
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� inspect labels once per month 

R��ÊÙ�Ý—A¥ã�Ù�çÙÄ�ÙÝ 

� record each 15‐minute average of operaƟng temperature 

� calculate and record each 3‐hour block average of operaƟng temperature 

� where the average temperature falls below the compliant operaƟng parameter value, record an explanaƟon of the excursion 

and related correcƟve acƟons; for example: 

  Excursion Date    ExplanaƟon/CorrecƟve AcƟons 

   ___/___/_____     __________________________________________________________________________ 

   ___/___/_____     __________________________________________________________________________ 

R��ÊÙ�Ý—F��Ù®� F®½ã�Ù 

� total operaƟng Ɵme 

� Ɵme for each alarm (date and Ɵme of alarm start, Ɵme leak corrected, acƟon taken)    

  Alarm Date & Time  ExplanaƟon/CorrecƟve AcƟons 

   ___/___/_____; ______  _________________________________________________________________________ 

   ___/___/_____; ______   _________________________________________________________________________ 

� record each 15‐minute average of operaƟng temperature 

� calculate and record each 3‐hour block average of operaƟng temperature 

___________________________________________________________________________________________________________ 

Group 1 Furnaces/Secondary Aluminum ProducƟon Units (SAPU) 

These are furnaces of any design that melt, hold or process aluminum that contains paint, lubricants, coaƟngs, or other foreign 

materials with or without reacƟve fluxing, or process clean charge with reacƟve fluxing. 

EÃ®ÝÝ®ÊÄ L®Ã®ãÝ 

� emissions of D/F TEQ no more than 2.1 x 10‐4 gr per ton [15 μg per Mg] of feed/charge, including when furnace is part of 

SAPU ‐ for each 3‐day, 24‐hour rolling average of D/F emissions 

Alternate limit, when Group 1 furnace part of SAPU: 

� use the following equaƟon (except for clean‐charge‐only units since they are not subject to a D/F limit) 

CÊÃÖ½®�Ä�� D�ÃÊÄÝãÙ�ã®ÊÄ 

� area source may also demonstrate compliance for a SAPU without performing the above calculaƟon by showing that each 

unit within the SAPU can meet the limit for a group 1 furnace 

For each unit: 

� visible labels present on each unit that idenƟfies: 

� type of unit  

� emission limit and operaƟonal standard that applies 

� control method used 

� operaƟng parameters (such as charge used, aŌerburner temperature, residence Ɵme) 

� inspect labels once per month 

W®ã« A��‐ÊÄ CÊÄãÙÊ½ D�ò®�� 

� iniƟal performance test conducted ___/___/______    

� °F = average operaƟng temperature of the aŌerburner OR average inlet temperature to the fabric filter control device 

measured during the performance test 

If using aŌerburner: 

� maintain operaƟng temperature at or above that established in the test 



If using fabric filter or lime‐injected fabric filter: 

� use a leak detecƟon system OR conƟnuous opacity monitor system (COMS) 

� conƟnuously monitor inlet temperature to the device 

� maintain inlet temperature at or below that established in performance test, +25°F 

Lime‐injected filters only: 

� maintain free flowing lime in hopper at all Ɵmes 

� operate feeder seƫng/injecƟon rate within range established during performance test 

If NOT using COMS: 

� equipment should alarm on leak detecƟon 

� operate filters such that alarm Ɵme is less than 5% of total operaƟng Ɵme 

AddiƟonal requirements: 

� maintain the total reacƟve flux injecƟon rate at or below the average rate established during the performance test 

� each sidewell furnace is operated so that the molten metal remains above the passage between the sidewell and the hearth 

� if metal falls below passage, do one of following: 

� add reacƟve flux only to the sidewell 

� have the hearth exhausted to the control device 

W®ã«Êçã A��‐ÊÄ CÊÄãÙÊ½ D�ò®�� 

� maintain the total reacƟve flux injecƟon rate at or below the average rate established during the performance test 

� operate the furnace in accordance with work pracƟce standards or polluƟon prevenƟon measures documented in the OM&M 

plan 

� operate the furnace within any parameters values or ranges established in the OM&M plan 

� develop a scrap inspecƟon program or scrap contaminaƟon monitoring plan to monitor the level of contaminaƟon in the scrap 

S�Ù�Ö IÄÝÖ��ã®ÊÄ PÙÊ¦Ù�Ã 

� Proven method to collect representaƟve samples. 

� Method to measure oil and coaƟngs content. 

� Scrap inspector training program. 

� CorrelaƟon between visual inspecƟon and physical measure of oil and coaƟngs content. 

� Comparison of randomly selected scrap with visual inspecƟon results for oil and coaƟngs. 

� System to assure only acceptable scrap is charged to furnace. 

� Record keeping requirements to document conformance with plan. 

S�Ù�Ö CÊÄã�Ã®Ä�ã®ÊÄ MÊÄ®ãÊÙ®Ä¦ PÙÊ¦Ù�Ã 

� CalculaƟon method. 

� Procedures for characterizaƟon of disƟnct scrap types. 

                                            LtD/F =  Σ  (LiD/F   x Ti)   

                                                        Σ  (Ti) 

LtD/F  = the overall D/F  limit for the SAPU (gr TEQ/ton of feed); 

LiD/F  = the D/F emission limit for individual emission unit i (gr TEQ/ton of feed) in the SAPU; Ti = the feed rate for indi‐

vidual emission unit i in the SAPU 

For aluminum‐weighted emissions, calculate using the following equaƟon: 

                                           EcD/F  =  Σ  (EƟD/F   x TƟ)   

                                                          Σ  (TƟ) 

EcD/F  = the mass‐weighted D/F emissions for the SAPU; 

EƟD/F  = measured D/F emissions for individual emission unit i in the SAPU; TƟ = the feed rate for individual emission 

unit i in the SAPU 
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� DocumentaƟon of contaminant level of scrap prior to performance test. 

� LimitaƟons on the furnace feed/charge including the proporƟon of scrap of each disƟnct type used during the performance 

test. 

� Method to ensure that no scrap with a contaminant level higher than that used in performance test is charged to the furnace. 

� CerƟficaƟon of scrap contaminant level. 

R��ÊÙ� K��Ö®Ä¦ ‐ GÙÊçÖ 1 FçÙÄ��� 

For each 15‐minute average: 

� weight of gaseous or liquid reacƟve flux injecƟon 

� calculaƟons for each addiƟon of flux 

� document any period where the injecƟon rate exceeds the compliant operaƟng parameter value ‐ record an explanaƟon of the 

excursion and related correcƟve acƟons; for example: 

  Excursion Date    ExplanaƟon/CorrecƟve AcƟons 

   ___/___/_____     __________________________________________________________________________ 

   ___/___/_____     __________________________________________________________________________ 

R��ÊÙ� K��Ö®Ä¦ ‐ SAPU 

� total charge weight or the total producƟon for each 24‐hour period 

� calculaƟons for each 3‐day, 24‐hour average emissions 

R��ÊÙ� K��Ö®Ä¦ ‐ A¥ã�Ù�çÙÄ�ÙÝ 

� record each 15‐minute average of operaƟng temperature 

� calculate and record each 3‐hour block average of operaƟng temperature 

� where the average temperature falls below the compliant operaƟng parameter value, record an explanaƟon of the excursion 

and related correcƟve acƟons; for example: 

  Excursion Date    ExplanaƟon/CorrecƟve AcƟons 

   ___/___/_____     __________________________________________________________________________ 

   ___/___/_____     __________________________________________________________________________ 

R��ÊÙ� K��Ö®Ä¦ ‐ F��Ù®� F®½ã�ÙÝ 

�  total operaƟng Ɵme 

� Ɵme for each alarm (date and Ɵme of alarm start, Ɵme leak corrected, acƟon taken) 

  Alarm Date & Time  ExplanaƟon/CorrecƟve AcƟons 

   ___/___/_____; ______  _________________________________________________________________________ 

   ___/___/_____; ______   _________________________________________________________________________ 

� record each 15‐minute average of operaƟng temperature 

� calculate and record each 3‐hour block average of operaƟng temperature 

___________________________________________________________________________________________________________ 

Sweat Furnaces 

A sweat furnace is a unit that is specifically designed to reclaim aluminum from scrap that also contains large quanƟƟes of iron. The 

aluminum has a lower boiling point than iron and will melt off in the furnace at the right temperature while the iron remains solid. 

Scrap yards might use a sweat furnace to reclaim aluminum from items like sheet and cast aluminum, while automoƟve salvage 

operaƟons can reclaim aluminum from unusable auto parts like transmissions. 

EÃ®ÝÝ®ÊÄ L®Ã®ãÝ 

� emissions of D/F TEQ no more than 3.5 x 10‐10 gr per dry standard cubic foot (dscf) [0.80 nanogram (ng) per dry standard cubic 

meter (dscm)] at 11% oxygen 
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A½ã�ÙÄ�ã� L®Ã®ã 

Operate an aŌerburner with following parameters (no performance test required): 

� residence Ɵme of 0.8 seconds or greater 

� operaƟng temperature of 1600°F or greater 

CÊÃÖ½®�Ä�� D�ÃÊÄÝãÙ�ã®ÊÄ 

To meet the emissions limit (not alternate limit): 

� iniƟal performance test conducted  ___/___/____    

� °F = average operaƟng temperature of the aŌerburner measured during the performance test 

A¥ã�Ù�çÙÄ�ÙÝ 

� record each 15‐minute average of operaƟng temperature 

� calculate and record each 3‐hour block average of operaƟng temperature 

� where the average temperature falls below the compliant operaƟng parameter value, record an explanaƟon of the excursion 

and related correcƟve acƟons, for example: 

  Excursion Date    ExplanaƟon/CorrecƟve AcƟons 

   ___/___/_____     __________________________________________________________________________ 

   ___/___/_____     __________________________________________________________________________ 

 

THE SMALL B USINESS  ENVIRONMENTAL 
ASSISTANCE PR OGRAM 

DNR.WI .GOV, search “sma l l bus iness” 
DNRS mal lBus iness@WI .GOV • (855)  889 -3021 

DISCLAIMER — This document is intended solely as guidance and does not contain any mandatory requirements except where requirements found in statute or administrative rule 
are referenced. This guidance does not establish or affect legal rights or obligations and is not finally determinative of any of the issues addressed. This guidance does not create 
any rights enforceable by any party in litigation with the State of Wisconsin or the Department of Natural Resources. Any regulatory decisions made by the Department of Natural 
Resources in any matter addressed by this guidance will be made by applying the governing statutes and administrative rules to the relevant facts. 
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